(562) 923-3241

Telephone

CEDTECI

TESTING LABORATORIES

10708 SOUTH GARFIELD AVENUE, SOUTH GATE, GALIFGRNIA 90280

FAX {323) 7744262

Telephone
(323) 773-7835

CONTROL/SHIPPER No 22447

Page 1 of 1
SOLDTO  California Institude OF Tech SHIPTO  SAME
1200 East California B
Pasadena 91125 CA
PHONE:
PURCHASE ORDER No.:  75-5033%64 PRIME CONTRACTOR:
CUSTOMER SHIPPER No., N/A DATE RECEIVED: TNH2M7T
CONTR'S ORDER No.: DATE SHIPPED: TI9L2007
misc. |
ltem Rec. Insp. Part No. Process Aceepted Rejected Insee{:tor
1 1 1 ALUMINUM FRAME X-RAY 0 1 JUAN GONZALEY
INSPECT WELD ON TEST SAMPLE NDT LEVEL-I
PER ASTM-E-1742-06. ACCEPTANCE
Material  ALUMINUM CRITERIA PER MIL-STD-2219 REV. A,

(LABOR SVC-N-T)
REF NO.: 2423697

FAA REPAIR STATION CERTIFICATE No.CDVRPTGK 1o ey /B R B - QUALITY MANAGER

CLASS A,

Recaived by

Date

THZ007

Al elaims iordamages or shortages must be reported within a 24 hour perod after receipt of material



Telephone CED TEC TESTING LABORATORIES Telephone
(562) 923-3241 10708 SOUTH GARFIELD AVENUE. SOUTH GATE, CALIEGRNIA 80250 (323} 773-78

FAX {323) 7734362

CERTIFICATE OF INSPECTION

CONTROL/SHIPPER No 22447

Papge 1 of 1
SOLDTO  California Institude OF Tech SHIPTO  SAME
1200 East California B
Pasadena 91125 CA
PHOME:
PURCHASE ORDER No.:  73-50334966 PRIME CONTRACTOR:
CUSTOMER SHIPPER No. N/A DATE RECEIVED: TEHE007
CONTR'S ORDER No.: DATE SHIPPED: TS z0nT
MISC.
Item Rec. Insp. Part No. Process Accepted Rejecteuspector
1 1 1 ALUMINUM FRAME X-RAY 1] I JUAN GONZALEZ

Material  ALUMINUM

INSPECT WELD ON TEST SAMPLE
PER ASTM-E-1T742-06. ACCEPTANCE
CRITERIA PER MIL-STD-2219 REV. A,

NDT LEVEL-T

(LABOR SWC-N-T) CLASS A
REF' NO.: 2423697
SCED\
| A |
"/ GCEDTECH TESTING LABORATORIES
,__:7 _em——
FAA REPAIR STATION CERTIFICATE No.CDVROT6K TERRY c:.RAc]-;EumJg MANAGER 71972007

WUTHORIZED REPAESENTATIVE

We hereby certify that tha above listed parts have been processed and inspected in accordancs with the specilizations shown above



WLl C EDTEC l_ TESTING LABORATORIES Telephone
(562) 923-3241 | 10708 SOUTH GARFIELD AVENUE. SOUTH GATE, CALIFORNIA 90280 (323) 773-783¢
FAX [323) 773-4362

CUSTOMER: CALIFORNIA INSTITUTE OF TECH X-RAY REPORT

HELENA ARMANDULA-MC18-34 CIN: 22447
391 § HOLLISTON AVE 0. NO.75-5033966 DATE: 07-19-07
PASADENA, CA 91125 PART NUMBER:ALUMINUM FRAME FAGE: | OF 1
DISPOSITION GAS POROSTY FORE. MATL DESCRETE DESCONTINUITIES OTHER
wovimwno: | T | G | b | doe | pivse | oeee | ssos | e | e | oo | S | RamaRxs

TEST SAMPLE o=
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Vi4 sl = >
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V12 Wl v
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f’\

FILM MARKING CODE:
YELLOW INDICATES ACCEPTABLE ININCATION! ARTIFACT

REPORT LEGEND: ! ;
WELDMENT: 1=5MALL, 2=MODJERATE. v= EXCE
[ RED INDICATES UNACCEPTABLE CONDITION

REPRESENTA RVE-CEDTECH TESTING LABORATORIES AUTHORIZED REPRESENTATIVE-CEDTECH TESTING [.AB:OR.ATOR]EE



